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3. Results and discussion

Fig. S1. EDS spectra of P25/BWO-20 heterojunction.

Fig. S2. XPS survey spectra of P25, BWO and P25/BWO-20 heterojunction.
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Fig. S3. UV-vis DRS of the as-prepared samples.

Fig. S4. In-situ DRIFTS spectra of surface adsorbed CO2 species and photocatalytic 

CO2 reduction intermediates of P25.


