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Supplementary Figure 1s. SEM analysis and punctual elemental analysis of the 

Sn1T photocatalyst in different areas analyzed. 

 

 

 

 

 

 

 

 

 

 

 

Supplementary Figure 2s. Photoluminescent spectra of photocatalyst SnxT                        

(x = 0, 1, 3, 5) upon excitation at 320 nm. 

100 m 

Weight % 

Spectrum O ka Ti Ka Sn La

Spectrum 1 27.15 70.89 1.96

Spectrum 2 5.64 92.37 1.99

Spectrum 3 60.31 38.49 1.2

Spectrum 4 44.1 54.38 1.51

Spectrum 5 44.35 53.97 1.68

Mean 36.31 62.02 1.67

Std. deviation 20.77 20.48 0.33
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