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Extracted
Cellulose

polyacrylic o aluminosilicate Mixing using spatula with
acid liquid grinding

Setting Intoa breakable mold.
Once hardens the mold is
pulled apart to bring out the
GIC sample
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The GIC is left to harden for 2 days before mechanical testing



