
                      

Supplemental Figure S1. Transmission electron microscopy micrograph of RhNPs 

(A). Hydrodynamic size distribution obtained by dynamic light scattering (DLS) 

measurements (B).
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Supplemental Figure S2. Volcano plot of the proteins quantified by the SILAC 

approach. Each dot represents a single protein, and colored areas represent the statistically 

significant thresholds.
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