
100 200 300 400 500
0

2

4

6

8

10

12

N
or

m
al

iz
ed

 Z
T

T(K)

1

κ p
h/

A 
(n

W
K

-1
nm

-2
)

100 200 300 400 500
0.0

2.0

3.0

4.0

5.0

T(K)

1.0

(a) (b)


