
Supplementary Figure 1: scaffold resorption and mass change over seven days of 
culture in dmem with 10% fbs and 2% psf. significance markings at each point 
represent comparisons to the lyophilized mass prior to rehydration, with the 
corresponding color and labeled top to bottom (top = small pore, middle = gradient 
pore, bottom = large pore). significant comparisons between groups at each time 
point are displayed as bars.
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Supplementary Figure 2: a) alcian blue staining of the chondrogenic side of the 
gelma control (scale=200μm). b) alizarin red staining of the osteogenic side of the 
gelma control (scale=200μm).


