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Hydrothermal reaction

TBOT dispersed in NaF,:Yb3*,Tm3+
ethanol solution dispersed in ethanol at 180 °C for 12 hours
solution after stirring

Figure Schematic synthesis route of the as-prepared NaYF4Yb*' Tm**@TiO, microrod

composite photocatalysts



