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Figure S1. SEM images of microalgae clusters.
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Figure S2. Phase transformation of HEO after annealing at 673 K for 1 h.
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Figure S3. GC-MS chromatograms of hexane and extracted liquid phase after 24 h photocatalysis

using HEO and microalgae in hexane.



