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Fig. 1 Temperature dependence of () 133 (() 1333 (▲) 9333 Hz
m is the real component of the molar magnetic susceptibility measured in a zero DC field and 1.0 Oe AC field at three frequencies (mT for a polycrystalline sample of complex 2, where (
[image: image2.wmf]2

4

6

8

10

12

-1

0

1

2

3

4

5

6

7

 

 

 1340Hz

 300Hz

 133Hz

c

"

m

 / 10 

-6

emu

T

 / K


Fig. 3 Magnetization hysteresis loops of complex 2 measured at 2.2 K (() for a polycrystalline sample
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Fig. 2 Plot of the out-of phase AC magnetic susceptibility 
() 133 (() 300 (▲) 1340 Hz
m vs temperature for a polycrystalline sample of complex 2. Data were collected with the 1.0 Oe AC field oscillating at three frequencies (
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Fig. 4 First derivative plots corresponding to the 2.2 K (() magnetization hysteresis loops of complex 2
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Fig. 5 Magnetization hysteresis loops of complex 2 measured at 2.6K(o) for a polycrystalline sample
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Fig. 7 The zero-field-cooled (ZFC) and field-cooled (FC) data for a polycrystalline sample of complex 3
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Fig. 6 First derivative plots corresponding to the 2.6K(o) magnetization hysteresis loops of complex 2
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