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Figure S5
Lifetime of the Cr(2E) excited level (ms) in [LnCrIIIL3](CF3SO3)6.mH2O (Ln = Eu, m = 4: 2; Ln = Gd, m = 6: 3; Ln = Tb, m = 3: 4) versus temperature in the range 10-295 K.
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