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Fig. S1 X-ray-diffractograms of bulk, sublimed bulk, film on tape and film on glas for 1 and 2.  
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Fig. S2 UV/Vis Spectra of KBr pellets of 1 and 2.  
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Fig. S3 FIR Spectra of a thin film of 2 at 300 and 10 K.  
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