Supplementary Material for Journal of Materials Chemistry

This journal is © The Royal Society of Chemisty 2002


[image: image1.png]18. ok X208, BK




Fig. S1
Scanning electron micrographs of phosphate particles for (a) La, (b) Tb, and (c) Yb, prepared in the homogeneous system, without calcination.  [H3PO4]feed = 0.3 mol l–1 and [Ln]feed = 0.01 mol l–1.
