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              Fig. 1  XRR spectrum of  {(PEI/PSS/PAH )(EuP5W30/PAH)6}     
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            Fig. 2  UV-vis spectrum of EuP5W30 anion in aqueous solution (1(10-5 mol/L)
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Fig.3   AFM image of the top layer of the three-layers {PEI/PSS/PAH}
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