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Supplementary Information
Cyclic voltammograms of  Polymer films in 0.1M tetrabutylammonium tetrafluoroborate (TBAFB) in acetonitrile (ACN); a) 100, b) 150, c) 200, d) 250 and e) 300 mV/s.

[image: image1.png]1(uA)

500+

300+

100

=100+

-300+

-500+

-700+

500

300

E(mV)

100

-300

-500











