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    XRD patterns of unknown phase and NKX-1
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A. 550-NKX-1

B. 550-NKX-4

C. 200-NKX-4
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  XRD patterns of the heated NKX-1 and NKX-4

A. NKX-1 calcined in air at 5500C for 2 hours

B. NKX-4 calcined in air at 5500C for 2 hours

C. NKX-4 calcined in air at 2000C for 2 hours
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The bonding environment of the Al and P atom in NKX-4
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                     View of NKX-1 along [100]
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                   View of NKX-1 along [001]
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