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Figure SI 1: TEM images of the 2/1 molar ratio (Au/Pd) colloidal suspensions corresponding to (a) 20 min and (b) 40 min irradiation times.
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Figure SI 2: TEM images of the Ag/Pd (2/1) colloids corresponding to (a) 10 min and (b) 20 min irradiation times.  If the irregular shapes were not precluded from counting, the bimetallic particles would exhibit a much wider size distribution for both (a) and (b) colloids.
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