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Dependence of the grafting degree on hexane content in the feed mixture at different absorbed doses.
ESI-1


[image: image2.png]Water uptake, %

o @
Hexane content, %

@

a




Dependence of water uptake of grafted films on hexane content in

the feed mixture at different absorbed doses
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