Particle size distribution analysis of TiO, nanocrystals dispersed in toluene

Dynamic light scattering (DLS)
ALV/DLS/SLS/5000E compact Goniometer system

Scattering Angle : 90°

12 TiO2 nanoparticles in toluene
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