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SHG of microcrystalline powder of DMEDQ-TPA at various particle sizes.  1 U = SHG of urea having particle size > 150 (m.

	Particle size ((m)
	SHG / U

	< 100
	7.4

	100 - 150
	8.7

	150 - 200
	8.7

	200 - 250
	8.7

	250 - 300
	8.2

	> 300
	9.3


