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adsorption-desorption isotherms of calcined mesoporous samples made with dicationic surfactant C16-3-1 under acid and basic conditions.

[image: image2.wmf]0

10

20

30

40

50

60

0

0.2

0.4

0.6

0.8

1

Relative Pressure P/Po

Mass uptake (%)

SBA-1

STA-10

SBA-2RT

SBA-2(acid)

Cyclopentane adsorption-desorption isotherms of calcined mesoporous samples made with dicationic surfactant C16-3-1 under acid and basic conditions.

Nitrogen adsorption-desorption isotherms of calcined mesoporous samples made with dicationic surfactant C16-3-1 under acid and basic conditions.
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