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Figure S1. (A) Experimental and (B) simulated MALDI-TOF mass spectrum of Eu2[Pc(15C5)4](TPP)2 (3) showing the isotopic distribution of the protonated molecular ion.
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Figure S2. IR spectra of (A) Eu[Pc(15C5)4](TPP) (1), (B) its dimeric SM structure (SM1), (C) Eu2[Pc(15C5)4]2(TPP) (3), and (D) its dimeric SM structure (SM3) in the region of 400-1800 cm-1. 
� EMBED Origin50.Graph  ���








[image: image4.png]L0'89¥€ —
90°L9¥€ —
90'99¥E —
90°G9YE —
90vore —
90°€9YE —
S0°CoveE —
S0°L9ve —
§G0°09YE —

3469

3464



_1084778231.bin

