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Supplementary Figure : SAXRD data for (a) Unfunctionalised MCM-41 nanoparticles (b) 10 mol % ATES functionalised particles (c) 10 mol % MPTES functionalised particles and (d) 10 mol % APTES functionalised particles. (	as-synthesised       surfactant extracted)
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