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Supplementary data
Fig. 1s X-ray diffraction patterns for (a) 2h; (b) 24 h; and (c) 168 h uncalcined samples of PSU-1 synthesized in the presence of  CTACl under C-H conditions at 373 K
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Fig. 2s X-ray diffraction patterns for (a) 2h; (b) 24 h; and (c) 168 h calcined samples of PSU-1 synthesized in the presence of  CTACl under C-H conditions at 373 K
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Fig. 3s X-ray diffraction patterns for (a) 4 h, (b) 8 h, and (c) 12 h hydrothermally treated PSU-1 samples
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