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Fig. 1  XRD pattern of Sample 1, Sample 2, Sample 3 and SrTiO3.
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Fig. 2 Thermogravimetry analysis curve of fluorine doped SrTiO3 using PTFE as the fluoride source

_1109406040.bin

_1109669908.bin

