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S.1.  Powder XRD pattern of pyrochlore Pb2FeReO6.1.
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S.2.  Powder XRD pattern of pyrochlore Pb2FeReO5.81.

� EMBED Word.Picture.8  ���





� EMBED Word.Picture.8  ���








[image: image3.png](zz2)

(yv8) =

(ov8)
(z97)

(o08)

(wvy) u\

(zeg) ———=

(es)

(‘n'e) Aysuauy

100

80

60

40

20

20(degrees)

S.1



[image: image4.png](ez2)

100

80

(n'e) Ansuaup

20 (degrees)

S2



_1109275912.doc
[image: image1.png](zz2)

(yv8) =

(ov8)
(z97)

(o08)

(wvy) u\

(zeg) ———=

(es)

(‘n'e) Aysuauy

100

80

60

40

20

20(degrees)

S.1







_1109276049.doc
[image: image1.png](ez2)

100

80

(n'e) Ansuaup

20 (degrees)

S2







