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Supplementary data for ‘Silica gel fabrication of [60]fullerene aggregates and carbon nanotubes utilizing the amphiphilic nature of poly(N-vinylpyrrolidone) as a ‘glue’’
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Supplementary Fig. 1S  (a) SEM image of string-like structure of silica obtained at high concentrations of the reactants and (b) SEM image of silica obtained without PVP.
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Supplementary Fig. 2S  TG analysis of PVP (temperature increasing ratio is 10 ºC min-1.).
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Supplementary Fig. 3S  Raman spectra of (a) SWNTs/PVP/silica ternary composite, (b) SWNTs/silica binary composite after 500 ºC calcination and (c) hollow silica after 1000 ºC calcination.
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