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Figure S1
XRD patterns of all the compounds under study (see Table 2 for details). Intensities (arbitrary units) are plotted using a logarithmic scale.
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Figure S2
1H solid state spectra obtained at various magnetic fields and MAS rates on spray-dried particles (niPrOH/nSi = 20, tageing = 24.1 h). a) 0 ( 400 MHz (9.4 T), MAS = 10 kHz; b) 0 ( 400 MHz (9.4 T), MAS = 30 kHz; c) 0 ( 750 MHz (17.6 T), MAS = 30 kHz.
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