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Supporting information 

1. Optical microscope image of a PBSBBS-0.2 film 
 

 

 

2. First heating DSC scan of a PBSBBS-0.05q film 
 

 

Integral     -83,03 mJ 
  normalized -5,39 Jg^-1 
Peak           87,63 °C 

Integral     790,69 mJ
 normalized 51,31 Jg^-1

Peak           112,06 °C
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