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Figure S-1. SEM image and the corresponding EDS spectrum for the CuPd alloy 
nanoparticles prepared using the MWI method. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Figure S-2. X-ray diffraction patterns for the Pd, Cu and CuPd nanoparticles prepared by 
the MWI method. 
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