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Fig. S1. (a) Photoluminescence emission spectra and fluorescence images of CdTe 
NCs. (b) High-resolution TEM image of CdTe NCs. 

 

Fig. S2. Cross-sectional optical microscopy images of fluorescent PC supraballs. The 
cross-section of supraballs exhibit brilliant color of green and blue when they are 
assembly formed by hybrid microspheres of two different diameters, 230, and 190 nm, 
respectively. 
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