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Figure S1. SEM images of the as-spun PEDOT:PSS/PVA nanofibers with additive 

DMSO concentration of 8%. 

                                                             
1 To whom correspondence should be addressed. Tel: +86 (0)27 68752147 (Lab). Fax: +86 (0)27 
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Figure S2. I−V curves in linear coordinates of all our 4 samples. 
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