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Fig. S1 TG curves of complexes 1 and 2. 
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(a) 

 

(b) 

Fig. S2 X-ray powder diffraction patterns (upper) of complexes in comparison with the simulated ones on the 5 

basis of the single crystal data (lower): (a) 1; (b) 2. 

Electronic Supplementary Material (ESI) for Journal of Materials Chemistry
This journal is © The Royal Society of Chemistry 2012


