
Figure S5.  Crystal packing diagram of the unit cell of [Ag2{µ-
CH2[CH(pz4Et)2]2}2]3[Ag(NO3)4]2·(acetonex/Et2Oy)components with residual solvent 
molecules of unidentified stoichiometry removed to emphasize the pore size. 

 
 


