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Figure SI1. HRTEM images of the original powders labelled OMPBN (a) and OMPSi/B/C/N (b).

Figure SI2. Low Angle XRD patterns of CMK-3 and original powders labelled OMPBN and 

OMPSi/B/C/N.

Figure SI3. XRD patterns of original powders labelled OMPX and derived monoliths labelled HPX 

(with X: BN, Si/B/C/N)

30 nm50 nm

1 2 3 4 5

OMPBN

Co
un

t (
a.u

.)

 

 OMPSi/B/C/N
 CMK-3

20 30 40 50 60 70

Co
un

t (
a.

 u
.)

2  (°)

 OMPSi/B/C/N
 HPSi/B/C/N

10 20 30 40 50 60 70

Co
un

t (
a. 

u.
)

2 (°)

 OMPBN
 HPBN

Electronic Supplementary Material (ESI) for New Journal of Chemistry.
This journal is © The Royal Society of Chemistry and the Centre National de la Recherche Scientifique 2014


