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Fig S1 (a) CV curves and (b) charge-discharge curves of manganese oxide electrode 

at 1 A g
-1

, (c) charge-discharge curves and (d) specific capacitances of manganese 

oxide electrode obtained in oxygen at different current densities. 
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Fig.2 (a)CV and (b) charge-discharge curves obtained by the two-electrode 

supercapacitor cell. 
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