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Figure S1. Correlation between the amount of dissipated energy and the final detachment distance for the 
case of interaction between a heavily demineralized gastrolith probe (A) and a native gastrolith sample and 
between a CaCO3 probe and a native gastrolith sample (B), respectively. 
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