
 

Fig.S1 A. TEM image of Sn nanodentrites; B-D. The micro-XRD patterns for the 
corresponding regions in TEM image. 

 

200 nm

A B

C D

Electronic Supplementary Material (ESI) for RSC Advances
This journal is © The Royal Society of Chemistry 2011


