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Figure S1. FT-IR spectrum of (a) Ni-In-CH3COO- LDHs, (b) DNA, (c) DNA-LDHs complexes.

Figure S2. Photograph of the colloidal suspension of Ni-In ELDHs nanosheets.
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Figure S3. Zeta potential curve of the colloidal suspension of Ni-In ELDHs nanosheets.
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Figure S4. XRD pattern of Ni-In LDHs after DNA desorption by the addition of HPO4
2-.


