
Fig. S1 (a-d) SEM images of the hierarchical TiO2 core-shell spheres with different magnifications, (e) 
TEM image of as-prepared core-shell spheres, (f) TEM and HRTEM (inset) images of T2.

Fig. S2 BJH pore size distribution plots of mesoporous core-shell structure T3.
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