
Supplementary Material
Title: Carbon Nanotube and Graphene Oxide Directed Electrochemical Synthesis of Silver 
Dendrites

Li Fu, Guosong Lai, Peter J. Mahon, James Wang, Deming Zhu, Baohua Jia, François Malherbe and Aimin Yu*

Fig. S1 Raman spectra of GO and GO/Ag.

Fig. S2 The corresponding plot of current response vs the square root of scan rate.
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