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Table S1 Particle sizes of MIPs-ZnS:Mn QDs obtained from TEM and SEM
polymers P1 P2 P3

Particle sizes (TEM) 180-220 nm 90-130 nm 45-80 nm

Particle sizes (SEM) 170-240 nm 75-120 nm 50-90 nm



