
Dynamic light scattering measurement of OTS-solution with “low water” concentration at Γ=12 
molecules/nm2. In these solutions we measured a relatively broad distribution of particles with 
diameters between 100 and 300 nm.  
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Fig. 1. Particle Size Distribution in „low water“ solvent. 
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