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Supplementary Information 

Figure S1 13
C CP MAS NMR spectra of (a) HUS-5 and (b) HUS-1. 
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Figure S2   XRD patterns of (a) HUS-1, (b) HUS-1 

ion-exchanged with 0.5 M NaCl solution, (c) HUS-1 

ion-exchanged with 0.5 M NaOH solution and (d) HUS-5. 
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